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TEST PERFORMED: Solubility of polymer in water following OECD 120 
 
 
 
 
TEST RESULTS 
 

Test item name JRW-5/0 SAMPLE 1 
Test period June 11, 2024 – June 13, 2024 

Test parameters 

Water temperature: 20 ⁰C 
pH: 7 
Loading: 10 g/L 
Test time: 24 h 

Test results 
The test substance achieved complete dissolution with a measured solubility of 
9.92 g/L, considering potential errors associated with the tests. 

Conclusion 
JRW-5/0 SAMPLE 1 has met method requirements to be classified as a soluble 
material by exhibiting a solubility of ≥ 2g/L. 

 
 
 
 
 
 
CERTIFICATION We certify that the above results were obtained after testing specimen in accordance with the procedures specified by 
the standard method stated above. 
 
 
 
 

Kuan Huang, Ph.D., Principal Scientist  
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This laboratory test does not aim to reflect biodegradation performance under real-environmental conditions. The certification procedure solely measures the performance of samples under predetermined and specific test conditions outlined in the specified standard. This certificate only applies to the 
identified standards or processing methods and the random sample(s) tested. The test results represent the qualities of the specific piece or lot to the extent that the tested sample is representative of the piece or lot. 

Our reports and letters are exclusively provided for the use of the addressed customer. They, along with the corporation named on the reverse, should not be utilized under any circumstances without prior written approval. Unless specified by the customer, samples will not be retained. If retained, the 
samples will be kept for a maximum period of 6 months, unless a specific retention period is required. 
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